











Brooks Hall. Barnard College, New York, NY

Selective Interior Paint Investigation

SUMMARY

Entrance Hall

The entrance hall of Brooks Hall was originally finished with a grayish yellow sanded paint.
The sand consisted of light colored quartz crystals, which were mixed into grayish yellow

semi-glossy paint.

MUNSELL COMMERCIAL
LAYER COLOR CHARACTERIZATION IDENTIFICATION MATCH
Semi-glossy; mixed with
) translucent and amber- iy
Finish Grﬁylsh colored angular sand; 5Y 8/2 ]é]:[n 23';, Marble
yerow sand was 0.25mm to 4
Imm in diameter

Living Room

The living room of Brooks Hall was originally a simple, elegant space that functioned as a
dining room. Most elements in the room were finished with a semi-glossy grayish yellow
paint, while some elements were picked out with dark grayish yellow translucent glaze. The
column capitals had a moderate orange yellow base coat covered with gold composition leaf.
The column shafts and bases were probably scagliola finishes using Keene’s cement.

Ceilin
, MUNSELL COMMERCIAL
LAYER y COLOR ’ CHARACTERIZATION ﬂ IDENTIFICATION [ MATCH
.. Grayish . BM 227 “Marble
Finish vellow Semi-glossy ) 5Y8/2 ‘ Canyon”
Beams
MUNSELL COMMERCIAL
LAYER COLOR CHARACTERIZATION IDENTIFICATION MATCH
Grayish . BM 227 “Marble
~ Base coat vellow Semi-glossy 5Y 82 Canyon”
Glaze Dark grayish Glossy; translucent 25Y 6/4 PP 314-5 “Jute”
yellow
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Brooks Hall, Barnard College, New York, NY

Selective Interior Paint Investigation

Column Capitals

MUNSELL COMMERCIAIL
LAYER COLOR CHARACTERIZATION IDENTIFICATION MATCIT
Base coat Grayish Semi-glossy SY8/2 BM 22’7,"‘Marb1e
yellow Canyon
Leaf Gold-colored | Gold composition leaf
Glaze None detected
Column Shaits
MUNSELL COMMERCIAL
LAYER COLOR CHARACTERIZATION IDENTIFICATION MATCH
Yellowish Probably Keene’s PP 220-1 “Sandy
Base coat white cement; flat sheen 10 YR 971 | Star”
. Brownish PP 525-4 “Taupe
Ribbon pink Flat sheen 5YRT/2 Tapestry”
Light «
Ribbon yellowish | Flat sheen 10 YR 6/4 BM 1124 “Saddie
Tan
brown
. Grayish - BM 1246 “Cup o’
Vein reddish brown w Very thin; flat sheen 25YR4/2 Tava®
Surface Pale orange PP 317-4
finish yellow ‘ Flat sheen 10 YR 8/2 “Chalkware”
Coiumn Bases
) ' MUNSELL COMMERCIAL -
LAYER COLOR CHARACTERIZATION IDENTIFICATION MATCH
Rase coat Pale orange Probably Keene’s 25Y 84 to BM 1109
yellow cement; flat sheen 10 YR 8/4 “Monarch Gold”
Ribbon Light grayish | o o ded paint; flat sheen | 5 YR 5/2 PP 525-6 “Derby
brown Brown
Surface Greenish PP 408-1 “Cloudy
finish white Flat sheen 10 GY 9/1 Day”
Crown Molding
Egg-and-Dart Molding
Dentils
Molding Immediately below Dentils
Bottom-most Molding
MUNSELL COMMERCIAL
LAYER ’ COLOR . CHARACTERIZATION IDENTIFICATION I  MATCH
Finish Grayish Semi-glossy 4 5Y 81 | BM 227 "Marble
yeHOW Caﬂyon
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Brooks Hall. Barnard College, New York, NY Selective Interior Paint Investigation

Crown Molding
Upper-most Molding
Molding above Egg-and-Dart Motif

Center Molding
MUNSELL COMMERCIAL
LAYER COLOR CHARACTERIZATION IDENTIFICATION MATCH
Grayish . BM 227 “Marbie
Base coat yellow Semi-glossy 5Y8/2 Canyon”
Glaze Dark grayish Glossy; translucent 2.5Y 6/4 PP 314-5 “Jute”
yellow
Walls
MUNSELL COMMERCIAL
LAYER ) COLOR \ CHARACTERIZATION IDENTIFICATION ' MATCH
Finish Grayish Semi-glossy 5Y 872 BM 227 "Marble
yellow - Canyon
Jablonski Berkowitz Conservation, Inc. April 19, 2004
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Brooks Hall, Barnard College. New York, NY Selective Interior Paint Investigation

Earliest ldentified Finish—Living Room

Ceiling

Crown Moiding
Egg-and-Dart Motif
Dentils
Molding below Dentiis
Bottom-most Molding

Benjamin Moore
227
Marble Canyon

Semi-glossy sheen

Jablonski Berkowitz Conservation, Inc, April 19, 2004
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Brooks Hall, Bamard College, New York, NY

Selective Interior Paint Investigation

Earliest ldentified Finish—Entrance Hall

Walls

Finish

Benjamin Moore
227
Marble Canyon

Semi-glossy sheen

Sanded paint {contains light-colored sand)
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RBrooks Hall, Barnard College, New York, NY Selective Interior Paint Investigation

Brooks Hall, Barnard College. New York, NY Selestive Interior Paint Investigation

Earliest Identified Finish—Living Room

Earliest ldentified Finish Color—Living Room
Beams

Column Capitals

Crown Molding
Upper-most molding
Molding above Egg-and-Dart Motif ;
Center Molding

Base Coat Leaf

Base Coat : Glaze

Sherwin Williams Gold Composition Leaf
SW 6374
Torchlight
Benjamin Moore Pittsburgh Paints Semi-glossy sheen ' No glaze detected
227 314-5 ‘
Marbie Canyon Jute
Semi-glossy sheen Translucent glaze i
Glossy sheen ]
l
!
Jabio‘nsld Berkowitz Conservation, Inc. Aprl 19, 2004 ‘ Tablonski Berkowitz Conservation, Inc. - April 19, 2004
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Brooks Hall, Bamard College, New York, NY Selective Interior Paint Investigation

Earliest Identified Finish—Living Room

Column Shafts

Base Coat Ribbon Ribbon Vein Surface finish

Brooks Halt, Bamard College. New York, NY Selective Interior Paint investigation

Earliest Identified Finish—Living Room

Column Bases

Base Coat Ribbon . Surface finish

Pittsburgh Pittsburgh

Benjamin Benjamin Pittsburgh
Paints Paints Moore Moore Paints
220-1 525-4 1124 1246 374
Sandy Star Taupe Saddle Tan Cup o Java Chalkware
Tapestry
Flat sheen Flat sheen Flat sheen rlat sheen Flat sheen
Frobably Very thin
Keene's
cement

Jablonski Berkowitz Conservation, Inc.
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Benjamin Moore Pittsburgh Paints Pittsburgh Paints
1109 525-6 408-1
Monarch Gold Derby Brown Cloudy Day
Flat sheen Fiat sheen Flat sheen
Probably Keene's cemeant Sanded paint
Jablonski Berkowitz Conservation, Inc. April 19,2004
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APPENDIX B
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Brooks Hall, Barnard Collere, New York, NY

Selective Interior Paint Investigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

SAMPLE NUMBER: BEH-001

LOCATION: Wall

SUBSTRATE: plaster
Color Coat Sheen Comgg}cnal M“;;‘tiﬁ" Characterization
1. grayish yellow Finish Semi-glossy BM 227 S5Y 82 Sanded paint
2. grayish yellow Finish Semi-glossy
3. grayish yellow Finish Semi-glossy
4. grayish yellow Finish Semi-glossy
5. grayish yellow Finish Semi-glossy
6. light yellow Finish Semi-flat
7. light yellow Finish Semi-flat
8. light yeliow Finish Semi-flat
9. light yellow Finish Semi-flat
10. off-white Finish Semi-flat
11. light yellow Finish ~ Flat
12. pale yellow Finish Flat
13. light blue-green Finish Fiat
14, light gray Finish Flat
15. pale yellow Finish Flat
16. pale yellow Finish Flat
17. plaster Repair -
18. pale yeliow Finish Flat
19. white Primer Flat
20. pale yellow Finish Flat

Jablonski Berkowitz Conservation, inc.

Architectural Conservators

April 19, 2004

B-1



Brooks Hall, Barnard College. New York NY Selective Interior Paint Investigation Brooks Hall, Bammard College, New York, NY Selective Interior Paint Investigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH PAINT CHROMOCHRONOLOGY AND COLOR MATCH
SAMPLE NUMBERS: BLR-001, BLR-002, BLR-003 SAMPLE NUMBERS: BLR-004, BLR-005, BLR-006
L.OCATION: Ceiling LOCATIONS: Beam

SUBSTRATE: plaster SUBSTRATE: plaster

Commercial Munseil Commercial Munsell

Color Coat Sheen Match Match  Characterization Color Coat Sheen Match Match ~ Characterization
1. resin Primer Glossy 1. pale yellow Primer Semi-glossy
2. grayish yellow Finish Semi-glossy BM 227 5Y 8/2 2. grayish yellow Basecoat  Semi-glossy BM 227 5Y 8/2
3. pale yellow Finish Semi-glossy 3. dark grayish yeliow Glaze Glossy PP 314-5 25Y6/4  Translucent
4. light brown Finish Semi-flat 4. light yellow Finish Semi-glossy
5. light yellow Finish Flat 5. pale yellow Finish Semi-glossy
6. light yellow Finish Fiat 8. pale yellow Finish Semi-glossy
7. light gray-green Finish Flat 7. light brown Finish Semi-flat
8. pale yellow Finish Flat 8. light yellow Finish Flat
9. off-white Finish Flat 9. light yellow Finish Flat
10. pale vellow Finish Flat 10. light green-gray Finish Flat .
11. pale yellow Finish Fiat 11. pale yellow Finish Flat
12. off-white Finish Flat 12. pale yellow Finish * Flat
13. light tan Finish Flat 13. off-white Finish Flat
14. white Primer Flat 14. paie yellow Finish Flat
15. pale yeilow Finish Flat 15. off-white Finish Flat
16. white Finish Flat
NQTE: Sample BLR-001 did not have pale yellow layers 8, 10 and 11, nor did it have off-white layer 9.
Jablonski Berkowitz Conservation, Inc, April 19, 2004 Jablonski Berkowitz Conservation, Inc. April 19, 2004
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Brooks Hall, Bamard College, New York NY.

Selective Interior Paint Investigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

BLR-007, BLR-008, BLR-009, BLR-010, BLR-011, BLR-012, BLR-013
Column capital

Commercial Munsell e s
Sheen Match Match Characterization

SAMPLE NUMBERS:
LOCATION:
SUBSTRATE: plaster
Color Coat
1. moderate orange yellow Base coat
2. gold composition leaf Leaf
3. light brown Finish
4. light yeliow Finish
5. light yellow Finish
6. light gray-green Finish
7. off-white - Finish
8. off-white Finish
9. white Finish
10. white Finish

Semi-gloss SW 6374 10 YR 8/8
Very thick; no
glaze determined

Semi-flat
Flat
Flat
Flat
Flat
Flat
Flat
Flat

Jablonski Berkowitz Conservation, Inc.
Architectural Conservators
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Brooks Hall, Barnard College, New York. NY

Selective Interior Paint Investigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

SAMPLE NUMBER: BLR-014
LOCATION: Column shaft
SUBSTRATE: scagliola
Color Coat Sheen Com;’;i:‘mat Mlvllle:‘tiz“ Characterization
1. yellowish white Base coat Flat PP 220-1 10 YR 9/1
2. brownish pink Ribbon Flat PP 425-4 S5YR7/2
3. light yellowish brown  Ribbon Flat BM 1124 10 YR 6/4
4. grayish reddish Vein BM 1246 2.5YR 4/2 Very thin
brown Flat
5. pale orange yellow Surface finish Flat PP 3174 10 YR &/2

Jablonski Berkowitz Conservation, Inc,
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Brooks Hall, Bamard College, New York, NY

Selective Interior Paint Investigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

SAMPLE NUMBER:

BLR-015

LOCATION: Column base
SUBSTRATE: scagliola
Color Coat Sheen Com::g:}mal M'\;ar;i?]ll Characterization
1. pale orange yellow Base coat Flat BM 1109 25Y 81410
10 YR &/4
2. light grayish brown Ribbaon Flat PP 525-6 5YRS/2 Sanded paint
3. greenish white Surface finish Fiat PP 408-1 10 GY 91

Jablonski Berkowitz Conservation, Inc,
Architectural Conservators

April 19,2004
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Brooks Hall, Barnard College, New York, NY

Selective Interior Paint [nvestigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

SAMPLE NUMBERS: BLR-016, BLR-17, BLR-021
LOCATION: Crown molding
SUBSTRATE: plaster
Color Coat Sheen ConN:::z;‘c:al Mn;';ii" Characterization
1. resin Primer Glossy
2. gravish yellow Basecoat  Semi-glossy  BM 227 5Y 82
3. dark grayish yellow Glaze Glossy PP 314-5 25Y6/4  Translucent
4, pale yellow Finish Semi-glossy
5. pale yellow Finish Semi-glossy
8. light brown Finish Semi-flat
7. light yellow Finish Flat
8. light yellow Finish Flat
9. light grayish green Finish Flat
10. pale yellow Finish Flat
11. pale yellow Finish Flat
12. off-white Finish Flat
13. pale yellow Finish Flat
14. white Finish Fiat
15. white Finish Flat

Jablonski Berkowitz Conservation, Inc,
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Brooks Hall, Bamard College, New York, NY

Selective Interior Paint Investigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

SAMPLE NUMBERS: BLR-018, BLR-19, BLR-020, BLR-022
LOCATION: Crown molding
SUBSTRATE: plaster
Color Coat Sheen Cornr;:;i:‘mal Ml'\flilantiiu Characterization
1. resin Primer Glossy
2. grayish yellow Finish Semi-glossy  BM 227 5Y 82
3. pale yellow Finish Semi-glossy
4. light brown Finish Semi-flat
5. light yellow Finish Flat
8. light yellow Finish Flat
7. light grayish green Finish Flat
8. pale yellow Finish Fiat
9. pale yeliow Finish Flat
10. off-white Finish Flat
11. pale yellow Finish Flat
12. white Finish Flat
13. white Finish Flat

Jablonski Berkowitz Conservation, Inc.
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Brooks Hall. Bamard College, New York, NY

Selective Interior Paint [avestigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

SAMPLE NUMBERS:

BLR-023, BLR-024

LOCATION: Wall
SUBSTRATE: plaster
Color Coat Sheen Cornrl;gli:‘c:al Mnr;iiu Characterization
1. resin Primer Glossy
2. grayish yellow Finish Semi-glossy  BM 227 5Y 8/2
3. grayish yellow Finish Semi-glossy
4, light yellow Finish Semi-flat
5. light yellow Finish Semi-flat
6. light brown Finish Semi-flat
7. pale yellow Finish Fiat
8. pale yellow Finish Flat
9. pale brown Finish Flat
10. light vellow Finish Flat
11. light yeliow Finish Flat
12. fight grayish green Finish «Fiat
13. pale yellow Finish Flat
14. white Primer Flat
15. dark orange-red Finish Flat
16. white Primer Flat
17. dark brownish red Finish Flat

Jablonsid Berkowitz Conservation, Inc.
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Brooks Hall, Barnard College, New York, NY Selective Interior Paint Investigation

PAINT CHROMOCHRONOLOGY AND COLOR MATCH

SAMPLE NUMBER: BLR-025
LOCATION: Wall, above wainscoting
SUBSTRATE: plaster
Color Coat Sheen Corprl;gi:’c:al Mﬁ';ii" Characterization
1. light yellow Finish Semi-flat
2. light yellow Finish Semi-fiat
3. light brown Finish Semi-flat
4, pale yellow Finish Fiat
5. pale yellow Finish Flat
6. pale brown Finish Flat
7. light yellow Finish Flat
8. light yellow Finish Flat
9. light grayish green Finish Flat
10. pale yellow Finish Flat
11, white Primer Flat
12. dark orange-red Finish Flat
13. white Primer Flat
14, dark brownish red Finish Flat
Jablonski Berkowitz Conservation, Inc. April 19, 2004
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